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0 > What 15 Slump Test ? Why is it done ? Explain its

Total No. of Questions - 5] ages © 3

[Total No. of Printed P process with neat sketch.

Or

B.E. IVth -SemestEr (CGPA) Write short notes on :
Examination, 2017

EF-326

CIVIL. ENGG.
(Concrete Technology)
Paper : CE-401

(a) Rheology of concrete
(b)  Stress-strain characteristics of concrete 12
3. Explain the 1S Code Method of mix design in detail.

Or
Time : 3 Hours] [Maximum Marks : 60

Explain the basic considerations and factors

S 1 i h W 1 1 . 5 .
Note Attempt all questions. Each question carries equal influencing the choice of mix design. 12

marks.
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4. Explain Batching of Concrete. Describe various

1. Describe the ingredients of concrete in detail. » batching equipments,

or Or

Discuss hot weather concreti

concreting and under water
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S, Explain in detail :
RMC, RCC and FRC
Or
Write short notes on
(1)  Ferrocement
(i) Guniting

(1) Mass concrete
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